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19500 Appendix J Task Group Future Plans

Current plan:
— Continue with the twice monthly teleconferences/webex meetings
— Develop a list of test methods for inclusion in MIL-STD-750
Future work:

— Goal is to have draft ready to turn over to JEDEC by May 2019
JEDEC task group meeting. DLA Land and Maritime will send the
draft appendix J out as an EP Study prior to the May 2019
SAE/JEDEC meetings.
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19500 Appendix J Group A Qualification
Differences

e Group A subgroup 1 small die flow

Temperature cycling (air to air) 4/

Autoclave or,
UHAST or,

UHAST

1051

Test condition G, or
maximum storage
temperature,
whichever is less,
25 cycles.

22 devices,c=0

121C/100%RH t = 96
hrs, or

130C/85% RH t = 96
hrs, or

110C/85%RH t =264
hrs







19500 Appendix J Group B Qualification

Differences
— Group B subgroup 4
Subgroup 4
Acoustic microscopy J-STD-
035

Decap internal visual

(design verification) 2075 Visual criteria in accordance with
qualified design. Plastic concerns for
2075. Refer to MIL-STD-1580
Requirement 16 for plastic
microcircuits,
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19500 Appendix J Group C Qualification
Differences

— Group C subgroup 2
Subgroup 2

Preconditioning

Temperature cycling
(air-to-air)

Electrical
measurements

JEDEC
JESD2
2-Al113

1051

Test condition per JEDEC J-STD-
020 Condition as specified and
documented by supplier.

Test condition G, or maximum
storage temperature, whichever is
less. (500 cycles).

Group A, subgroup 2.
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19500 Appendix J Group C Qualification

— Group C subgroup 3

Subgroup 3

Preconditioning JEDEC Test condition per JEDEC J-STD-020
JESD22- [ Condition as specified and documented by
Al113 supplier.

Temp cycle 1051 Test condition , OF maximum

Air to air storage temperature, whichever is less. (100

cycles).

Highly Accelerated Stress Test | JEDEC 130C/85%RH, biased, 96 hours or

(HAST, Biased) or Temp JESD22- |[110C/85%RH, biased, 264 hours or

Humidity Bias A110 85C/85%RH, biased, 1000 hours

Electrical measurements

Group A, subgroup 2.
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