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10 K Test Plate

Single-Stage 10 - 4 K ADR  
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10 to 4 K ADR Test Results

� Optimized cycle for a 2-stage (parallel configuration) is one where the recycle 
time equals the hold time

� The optimized cycle was experimentally found to have a 130 second hold 
time/recycle time

� This corresponds to a cooling power of 13 mW at 4K- timing affects demag
start temperature

� Earlier a model predicted 20 mW of cooling power however the under-
performance is partly due to historical misinterpretation of GGG 
magnetization data, and partly due to the addenda mass
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10 to 4 K single stage ADR test results
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