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Abstract

The effect of the silicon content on the densification of Al-xSi binary alloys (x =0,
1, 4,7, 10, 12, and 20 mass%) fabricated using selective laser melting (SLM) were
systematically studied. By optimizing laser scanning parameters for each Al-xSi powder,

almost fully dense SLM samples (more than 99.5% relative density) could be achieved



for the AI-0Si (pure aluminum), and Al-4~20Si alloys. The Al-1Si SLM sample, on the

other hand, contained many microcracks, considered to be solidification cracks. The

Al-1Si SLM sample, in the solid-liquid coexisting state, was brittle and no healing of

the cracks by the infiltration of the liquid phase occurred. Therefore, the cracks were

easily generated due to thermally induced tensile stresses during solidification. The

microstructures and the mechanical and thermal properties of the Al-xSi SLM samples

fabricated using the optimal laser scanning parameters were examined. As the silicon

content increased, the ultimate tensile strength and proof stress increased, whereas the

elongation and thermal conductivity decreased. These mechanical properties were

attributed to larger amounts of the crystalized phases of silicon (obstacles for the

movement of dislocations) with increasing silicon content. The crystalized phases can

also scatter conduction electrons, thereby decreasing the thermal conductivity.

Keywords: additive manufacturing; aluminum alloy; densification; microstructure;

mechanical property; thermal conductivity

1. Introduction

Selective laser melting (SLM) is a well-known metal additive manufacturing



(AM)/3D printing process for producing 3D objects from metal powders by melting
them with laser irradiation and stacking layer by layer. Gibson et al. [1] and Steen et al.
[2] have explained the basic mechanisms of the AM and SLM processes. Recently, SLM
has gained attention as a production technique for a wide variety of small quantity
products as well as a prototyping. SLM can produce novel functional parts by producing
complicated structures utilizing its layer-by-layer technological feature. Moreover, SLM
materials typically have extremely fine microstructures with excellent mechanical
properties, as the cooling rate of the SLM process is extremely high (about 1 x 10° K/s,
as estimated by Steen et al. [3]). Nakamoto et al. [4] demonstrated that the proof stress
and micro-hardness of SLM samples prepared from carbon steel powders were
extremely higher than those of wrought steels because of the fine microstructures
produced by the rapid cooling of SLM.

SLM with aluminum powders is expected to provide a suitable technology for
manufacturing lightweight components and thermal control parts (ex. heat exchangers)
in the aerospace, industrial machinery, and atomotive areas by taking advantage of the
low density and/or high thermal conductivity of aluminum. Recently, many studies on
aluminum SLM materials have been conducted. Kempen et al. [5] have produced

ISO-AISi10Mg alloy SLM samples with 98~99% relative density and mechanical



properties (ultimate tensile strength = 390 MPa, breaking elongation of 3~5%)

equivalent to those of the casting sample. Kimura et al. [6] have shown that

ISO-AISi7Mg0.3 alloy SLM samples had sub-micron ordered fine cellular

microstructures, and both the strength and elongation were greatly higher than those of

AlSi7Mg0.3 casting material. Prashanth et al. [7] investigated the effect of heat

treatment (annealing) on the microstructures and mechanical properties of 1ISO-AISi12

SLM samples and found that the microstructures, and therefore the mechanical

properties, changed considerably depending on the annealing temperature. Olakanmi [8]

studied the selective laser sintering (SLS) of pure aluminum, Al-6Mg and Al-12Si alloy

fabricated using an SLS machine equipped with a CO, laser. He presented a process

map for these aluminum SLS samples and discussed the consolidation mechanism

needed to obtain high density samples. However, the relative density values of these

SLS samples remained less than 75%.

It is well known that silicon, one of the main solute elements in aluminum casting

alloys, can strongly affect both the castability and mechanical properties. Kitaoka [9]

reviewed the castability of Al-Si binary casting alloys, concluding that solidification

cracks, flowability of molten metals, and shrinkage cavities varied drastically depending

on the silicon content. Additionally, Kitaoka et al. [10] showed that the tensile strength



and breaking elongation of Al-Si binary alloys remarkably increased and decreased,

respectively, with increasing silicon content. Based on this knowledge, the silicon

content in Al-Si SLM materials is also expected to affect the densification behavior

during SLM and the properties of the materials. However, systematic studies on Al-Si

binary SLM materials in relation to their silicon content have been rarely reported.

In this research, the effect of silicon content on the densification of Al-xSi binary

alloys (x =0, 1, 4, 7, 10, 12, and 20 mass%) fabricated using selective laser melting,

was systematically studied. The optimal laser scanning parameters to densify the Al-xSi

SLM samples were examined. Then, the microstructures and the mechanical and

thermal properties of the SLM samples fabricated using the optimal laser scanning

parameters were analyzed. Considering these results, we discuss the densification

mechanism and relationship between the microstructures and properties of the Al-xSi

SLM samples.

2. Experimental method

2.1. Materials and equipment

The SLM samples used in this study were fabricated from Al-xSi (x =0, 1, 4, 7,



10, 12, and 20 mass%) aluminum powders provided by Toyo Aluminium K.K. Japan.

These powders consisted of either a solid solution (x = 0, 1), hypo-eutectic (x = 4~10),

near-eutectic (x = 12), or hyper-eutectic (x = 20) compositions in the Al-Si alloy system,

as shown in Fig. 1. Table 1 shows the average particle diameter and chemical

composition of the Al-xSi powders. All the powders had almost the same average

particle diameter. The aluminum and silicon contents of the powders almost

corresponded to the target compositions (x mass% of Al-xSi alloys), and the

concentration of the other elements was identical for all Al-xSi alloys. Fig. 2 shows an

SEM image of Al-10Si powder. The powder particles were almost spherical; the other

Al-xSi powders also showed similar morphologies.
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Fig. 1 Chemical composition of Al-xSi powders shown on a schematic phase diagram of

the Al-Si system alloy.

Table 1 Average particle diameter and chemical composition (mass%) of Al-xSi
powders.

Powder Sampl Average Chemical composition (mass%o)
eNo. particle Cu Fe Si Mn Mg Zn Ti Al

diamete

r (pm)
Pure Al-0Si 225 <0.0 0.1 0.05 <00 <00 <0.0 <00 Bal
aluminu 1 2 1 1 1 1
m
Al - 1 AI-1Si 225 <0.0 01 102 <00 001 0.01 <00 Bal
mass%oSi 1 4 1 1 .
Al - 4 AI-4Si 22.1 <0.0 0.1 407 <00 <00 0.01 <00 Bal
mass%oSi 1 2 1 1 1 .
Al - 7 AI-7Si 215 <0.0 01 713 <00 <00 0.01 0.01 Bal
mass%oSi 1 2 1 1 .
Al - 10 AI-10S 214 <0.0 0.1 103 <00 <0.0 0.01 0.01 Bal
mass%oSi i 1 1 8 1 1 .
Al - 12 AI-12S 228 <00 01 124 <00 001 <0.0 0.01 Bal
mass%oSi i 1 1 7 1 1 .
Al - 20 AI-20S @ 222 <0.0 01 200 <00 001 <00 0.01 Bal
mass%oSi i 1 0 7 1 1




Fig. 2 SEM image of Al-10Si powder, representing the morphology of all test powders.

Samples for testing were prepared using an SLM machine (EOSINT M280, EOS

GmbH) having an Ytterbium fiber laser of 400 W class (beam diameter: approximately

0.1 mm). Base plates (A5083) were preheated at 35 °C in advance. The scanning pattern

of the laser was rotated by 67° with each new layer, with all samples being produced

under an Ar atmosphere (oxygen concentration: around 0.1%).

2.2. Optimization of laser scanning parameters

Optimal laser scanning parameters of each Al-xSi powder for densification were

studied using columnar-shaped samples (diameter: 8 mm, height: 15 mm) fabricated by



changing the laser power, scanning velocity, and scan distance (interval between the
laser scanning lines) within the ranges shown in Table 2. The layer thickness was fixed

at 0.03 mm.

Table 2 Range of laser scanning parameters.

Layer thickness (mm) 0.03

Laser power (W) 200-370
Scanning velocity (mm/s) 400-3400
Scan distance (mm) 0.08-0.16

The densities of the SLM samples were measured using the Archimedes method.
Optimal laser scanning parameters were selected as those for which the highest density
could be obtained. The relative density values for the SLM samples fabricated using the
optimal laser scanning parameters were derived through thresholding analysis (ImageJ,
open source software for image analysis, National Institutes of Health) of five optical
microscopic images taken from perpendicular sectional planes (XY-plane) to the

stacking direction (Fig. 3).
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Fig. 3 Sectional planes of SLM samples for microstructural observation.

2.3. Characterization of microstructures and properties

Parallel (Z-plane) and perpendicular (XY-plane) sectional planes to the stacking
direction of the SLM samples (Fig. 3) were mirror-finished by polishing and etched
using Keller’s reagent. The microstructures were then observed using optical
microscopy (OM; MAZL00L, Nikon), field emission scanning electron microscopy
(FE-SEM; JSM-6301F, JEOL), and an electron backscatter diffraction system (EBSD;
OIM7.1, TSL) incorporated in the FE-SEM instrument (ERA-8900FE, ELIONIX).

Tensile testing was used to evaluate the mechanical properties of the SLM samples
using a materials testing machine (M4206, INSTRON) with a strain rate of 8.33x107%/s.
Columnar objects (diameter: 6 mm, length: 38 mm) for testing were fabricated using the
optimal laser scanning parameters in directions both parallel (0°) and vertical (90°) to
the stacking direction, as shown in Fig. 4, and then machined to dumbbell shapes as
tensile samples (diameter: 3.5 mm, length: 18 mm, at the parallel part). The 0.2% proof
stress was derived from the nominal stress—strain curve measured using an extensometer
of camera system (iIMETRUM Video Gauge 4 Lite, Imetrum). The fractured surfaces of

the tensile samples were observed by scanning electron microscopy (SEM; S-3400N,

10



Hitachi High-Technologies).
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Fig. 4 Directions of SLM samples for tensile tests and laser flash measurements at

angles of 0° and 90° to the stacking direction.

The thermal property were evaluated from the thermal conductivity determined by
the laser flash method, using a thermo-physical property analysis device
(TC-7000H/SB-2, ULVAC RIKO). Disk objects (diameter: 10 mm, thickness: 3.5 mm)

were fabricated using the optimal laser scanning parameters in directions both parallel
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(0°) and vertical (90°) to the stacking direction, as shown in Fig. 4. Both surfaces of

these disks were polished to a thickness of approximately 3.0 mm.

A single line bead with the Al-1Si powder was studied to investigate its basic

characteristics. The powder was supplied on a base plate to a layer thickness of 0.05

mm, and then a single bead was formed by scanning the laser in a single line using the

optimal parameters. The surface of the bead sample was observed using SEM.

3. Results

3.1. Densification of SLM samples

The optimal laser scanning parameters for each Al-xSi aluminum alloy powder

were studied with respect to the densification of the SLM sample. As an example of this

optimization process, experiments with Al-10Si are shown in Figs. 5 and 6. Here, the

densities of SLM samples fabricated with various laser powers and scanning velocity

were investigated at a constant scan distance of 0.1 mm (Fig. 5). The density peaked at a

given scanning velocity for each laser power. Next, the effect of scan distance for

densification was evaluated (Fig. 6) using similar experiments in order to achieve a

higher density. We varied the scan distance under two or three combinations of laser

power and scanning velocity selected from Fig. 5 (in the case of Al-10Si, laser power/

12



scanning velocity of 250 W/ 1800 mm/s and 300 W/ 2000 mm/s were used). Once again,

the relative density peaked at a given scan distance for each combination of laser power

and scanning velocity. From these results, we chose the optimal laser scanning

parameters for SLM processing based on the maximum relative density of the samples.

Similar experiments were conducted for the other Al-xSi powders, and the optimal laser

scanning parameters for each Al-xSi SLM sample were obtained. These optimal laser

scanning parameters are shown in Table 3.
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Fig. 5 Effect of scanning velocity and laser power on the density of Al-10Si SLM

samples
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Fig. 6 Effect of scan distance on the density of Al-10Si SLM samples.

Table 3 Optimal laser scanning parameters to achieve the highest density for each

Al-xSi powder.
Sample Power Scanning velocity Scan distance
(W) (mm/s) (mm)
Al-0Si 370 1600 0.1
Al-1Si 200 600 0.1
Al-4Si 250 1200 0.08
Al-7Si 250 1600 0.1
Al-10Si 300 2000 0.08
Al-12Si 250 1800 0.1
Al-20Si 250 2000 0.08
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Fig. 7 shows optical microscopic images of XY-planes of Al-xSi SLM samples
fabricated using the optimal laser scanning parameters. The (c)Al-4Si, (d)AI-7Si,
(e)AI-10Si, and (f)Al-12Si samples showed no defects; whereas the (a)Al-0Si and
(9)Al-20Si samples contained a few tiny spherical defects (less than 10 um). The
spherical defects are considered to be gas pores based on their morphological features.
Kimura et al. [6, 11] investigated the composition of the gas in similar spherical pores of
AlSi7Mg0.3 and AISi1l0Mg aluminum SLM samples, and identified argon from the
atmosphere of the building chamber, along with degassed hydrogen that was dissolved
in the powder. Based on this, the tiny spherical pores found in the present study would
be attributed to argon and hydrogen gas. Meanwhile, the (b)AI-1Si SLM sample

contained many microcracks over the entire cross-sections, the cause of which is

discussed in section 4.2.




Fig. 7 Optical microscopic images showing XY-planes of AIl-xSi SLM samples

fabricated using the optimal laser scanning parameters. (a)Al-0Si, (b)Al-1Si, (c)Al-4Si,

(d)AI-7Si, (€)Al-10Si, (HAI-12Si, and (g)Al-20Si.

Fig. 8 shows the relative density of each Al-xSi SLM sample fabricated using the

optimal laser scanning parameters as a function of silicon content, as derived through

thresholding analysis of five optical images (including Fig. 7). The relative density of

the AI-0Si and Al-20Si SLM samples, both of which contained a small volume of tiny

gas pores, was approximately 99.7%. The relative density of the Al-1Si SLM sample

was lower (about 97%) due to the microcracks observed in Fig. 6(b). The Al-4~12Si

SLM samples all had relative densities of almost 100%.

100 g T T —T—1T—T1_ P
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Fig. 8 Relative density derived through thresholding analysis of optical images of

Al-xSi SLM samples fabricated using the optimal laser scanning parameters.

3.2. Microstructures

The optical microscopic images in Fig. 9 shows the metal structures of etched

XY-planes (-1) and Z-planes (-2) of Al-xSi SLM samples fabricated using the optimal

laser scanning parameters. All SLM samples had oval metal structures in the XY-planes,

whereas semi-circular ones in the Z-planes. The width of these structures was about 0.1

mm, which was the same size as the spot diameter of the laser. Judging from the size

and shape of these metal structures, they are likely traces of the laser surrounded by

solidification boundaries. Microcracks observed in the Al-1Si SLM sample were in a

tortoise shell form in the XY-plane (b-1) and linked along the stacking direction across

the solidification boundary in the Z-plane (b-2). The contrast of the AI-20Si SLM

sample (g-1, -2) is clearly different from the Al-0~12Si samples. This is because the

primary crystallization phase changed from aluminum to silicon (i.e. from a

hypo-eutectic to hyper-eutectic composition) with increasing silicon content above the

eutectic composition of the Al-Si binary alloy (12.6% Si, as shown in Fig. 1).

17
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Fig. 9 Optical microscopic images of etched XY-planes (-1) and Z-planes (-2) of

etched Al-xSi SLM samples fabricated using the optimal laser scanning parameters. (a)

AI-0Si, (b) Al-1Si, (c) Al-4Si, (d) Al-7Si, () Al-10Si, (f) Al-12Si, and (g) Al-20Si.

18



Fig. 10 shows higher magnification SEM images of the etched XY-planes (-1) and

Z-planes (-2) at the center of a laser trace of each AI-xSi SLM sample. The

microstructures changed significantly with increasing silicon content of the AIl-xSi

powders. The AI-0Si SLM sample (a-1, 2) had a finely dispersed granular

microstructures (~0.3 um) due to rapid solidification by the laser irradiation. These

granular microstructures are considered to be aluminum, silicon, and/or iron oxides, as

reported by Kimura et al. [12]. Anisotropy of the microstructures (a difference between

the XY-plane (a-1) and Z-plane (a-2)) was not observed in the Al-0Si SLM sample. The

Al-1Si SLM sample (b-1, 2) exhibited granular microstructures considered to be oxides

similar to Al-0Si with partially linked crystalized phases of Si. Microcracks of less than

1 um in width were clearly observed in both the XY-planes (b-1) and Z-planes (b-2).

The microstructure of the Al-4Si SLM sample was considerably fine dendritic cells

(approximately 0.5 um in cell size) in the XY-plane (c-1), in which the cell boundaries

were divided in some places. The microstructures of the Al-4Si SLM sample in the

Z-plane (c-2) were of elongated cells parallel to the stacking direction (i.e., the thermal

flow direction). The microstructures of the Al-7~12Si SLM samples (d~f-1, 2) were

similar fine dendritic cells with continuous cell boundaries. The microstructures of the

19



Al-7~12Si samples in the Z-planes were also elongated cells along the stacking
direction. These cells are primary crystalized o-Al phases with super-saturating of
silicon, and the fine cell boundaries are crystalized phases of silicon. This fine cellular
microstructural morphology is characteristic of SLM materials, being generated by the
high solidification rate by laser irradiation. Tang et al. [13] and Li et al. [14] estimated
cooling rates of AlSil0Mg SLM samples to be 2 x 10° K/s and 1.25-6.17 x 10° K/s
respectively. The cooling rate in this study was also much higher than that of casting
materials (permanent mold casting: ~10 K/s, high-pressure die casting: ~10° K/s), and
hence extremely fine microstructures were formed. The microstructures of the Al-20Si
SLM samples (g-1, 2) displayed characteristic petaloid structures which were
remarkably different from those of the other samples with lower silicon levels, and are
considered to be primary crystalized -Si phases. No anisotropy was observed in this
microstructures (i.e. there was no appreciable difference between the XY-plane (g-1)

and Z-plane (g-2)).

20
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Fig. 10 SEM images of etched XY-plane (-1) and Z-plane (-2) of Al-xSi SLM samples
fabricated using the optimal laser scanning parameters. (a) Al-0Si, (b) Al-1Si, (c) Al-4Si,

(d) AI-7Si, (€) AI-10Si, (f) Al-12Si, and (g) Al-20Si.

3.3. Mechanical and thermal properties
Fig. 11 shows the ultimate tensile strength and 0.2% proof stress as a function of

silicon content for the Al-xSi SLM samples fabricated using the optimal laser scanning
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parameters. The Al-0Si SLM samples both in the 0° and 90° directions showed tensile

strengths of about 110 MPa. The AI-1Si SLM sample in the 0° direction showed a

similar tensile strength of 110 MPa, while that in the 90° direction was extremely low

(about 25 MPa). Microcracks were generated along the stacking direction, as shown in

Fig. 9(b-2), and the 90° tensile SLM samples were fabricated perpendicular to the

stacking direction. The cracks in the 90° tensile samples therefore existed perpendicular

to the tensile direction, which would lead to a decrease in the tensile strength. As the

silicon content increased above 4 mass%, the tensile strengths both in the 0° and 90°

samples monotonically increased; the value for the Al-20Si SLM sample reached more

than 550 MPa. Differences in the tensile strengths between the 0° and 90° samples were

not observed for silicon content above 4 mass% (Al-4~20Si). The proof stress values

had a similar trend to the tensile strength. The proof stress of the Al-0Si SLM sample

was about 90 MPa both in the 0° and 90° directions. The proof stress of the Al-1Si SLM

sample in the 0° direction was about 80 MPa, whereas that in the 90° direction was 25

MPa because of the microcracks mentioned above. The proof stress increased steadily

with increasing silicon content above 4 mass% to a final value of 420-475 MPa for the

Al-20Si SLM sample. The proof stress of the 0° samples for silicon content above 4

mass% were less than those of the 90° samples.
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Fig. 11 Tensile strength and proof stress of Al-xSi SLM samples fabricated using

the optimal laser scanning parameters.

Fig. 12 shows the breaking elongation as a function of silicon content for the
Al-xSi SLM samples. fabricated using the optimal laser scanning parameters. The
elongation of the Al-0Si sample was about 30% in both the 0° and 90° samples, which
is equivalent value to the wrought material. The breaking elongation of the Al-1Si SLM
sample decreased significantly to 10% in the 0° sample and to 1% in the 90° sample.
This low elongation was also due to the microcracks observed in Fig. 7(b). The breaking

elongation decreased with increasing silicon content above 4 mass% in contrast to the

23



tensile strength and proof stress. The elongation of 20% for the Al-4Si SLM sample
dropped to 2~4% for the Al-20Si SLM sample. The elongation values of the 0° samples

for silicon content above 4 mass% were less than those of the 90° samples.
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30§ * 0° -

25| 2

Breaking elongation (%)
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0 4 8 12 16 20
Si content (mass%)

Fig. 12 Breaking elongation of Al-xSi SLM samples fabricated using the optimal

laser scanning parameters.

Fig. 13 shows the thermal conductivity as a function of silicon content for the
Al-xSi SLM samples fabricated using the optimal laser scanning parameters. The
thermal conductivity showed a similar tendency to the breaking elongation. The thermal

conductivity of Al-0Si showed the highest value (about 200 W/m-K). This value is a
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little smaller than that of wrought material of the same composition (A1060 plate, about

230 W/m-K). The thermal conductivity of the Al-1Si SLM sample in the 0° sample was

180 W/m-K and that in the 90° sample was 130 W/m-K. At silicon content above 4

mass%, the thermal conductivity decreased gradually with increasing silicon content.

The thermal conductivity of about 160 W/m:K for the Al-4Si SLM sample decreased to

about 105 W/m-K for the AI-20Si SLM sample. No anisotropy of the thermal

conductivity between the 0° and 90° samples was observed in the Al-xSi SLM samples

except for Al-1Si.
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1 | | 1 11 | | 1 |
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Fig. 13 Thermal conductivity of Al-xSi SLM samples fabricated using the optimal laser

scanning parameters.
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4. Discussion
4.1. Densification mechanism

It is well known that densification in SLM materials is dependent on the input
energy density Eq (J/mm?3), as expressed below as a function of the laser power P (W),

scanning velocity v (mm/s), scan distance d (mm), and layer thickness t (mm).

Eq=P/(v-d-t) (1)

Gu et al. [15] showed that the densification of SLM samples with 17-4PH
stainless steel powder could be described using the input energy density. Nakamoto et al.
[16] demonstrated that the relative density of SLM samples with low carbon steel
powder was correlated to the input energy density. Kimura et al. [6, 11] showed that the
relative density of AlISi7Mg0.3 and AlSi10Mg aluminum SLM samples could generally
be ordered by the input energy density.

Fig. 14 shows the input energy density required to obtain SLM samples with the
highest density for each Al-xSi powder as a function of silicon content, as calculated
from the optimal laser scanning parameters shown in Table 3. Data for the Al-1Si SLM

sample was not included because of its low relative density (less than 97%), which was

26



the result of microcracks. The input energy density required for densification of Al-0Si
SLM sample was approximately 80 J/J/mm?, and that of Al-4Si SLM sample was nearly
90 J/mm?. The input energy density for densification decreased to 50~60 J/mm?® above

silicon content of 7 mass% (Al-7~20Si).

120 1T T T T T T T 7T1T1
100 - =
Sowr =

60 | u -

(J/mm’)
[}
[}

40 [ .

20 7 m

Energy density for densification

0 4 8 12 16 20
Si content (mass%o)

Fig. 14 Input energy density for densification of Al-xSi SLM samples.

This energy density behavior is considered to be related to the flowability of the

molten metals in each Al-xSi alloy. Kummerle et al. [17] studied the flowability of the

Al-Si casting alloys as a function of silicon content using a swirl mold. These results

showed that the flowability of pure aluminum was relatively high and decreased with

increasing silicon content until about 4 mass%. At silicon content above 4 mass%, the
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flowability increased up to a silicon content of 20 mass%. Namely, the flowability of

Al-Si alloys in casting showed a minimum value at a silicon content of around 4 mass%.

Isobe et al. [18] and Nishi et al. [19] also measured the flowability of Al-Si casting

alloys using a vacuum suction type flowability method (the MIT method, introduced by

Nisse et al. [20]). They also found that the flowability of Al-Si casting alloys showed a

minimum value at silicon content of around 4~5 mass%.

Based on these studies, the change of the input energy density for densification in

Al-xSi SLM samples (Fig. 14) can be explained as follows. The alloys with high

flowability (Al-7~20Si) can allow the molten metal to spread easily over the solidified

surface when laser melting the next layer, even with a low input energy density.

Therefore, the Al-7~20Si SLM samples did not need a high input energy density to

densify. On the other hand, the alloys with low flowability (Al-0~4Si) needed a high

input energy density to increase the temperature and improve the flowability of the

molten metal for spreading over the solidified surface. Accordingly, it is considered that

the higher the flowability of the molten Al-xSi alloys, the lower the input energy density

required to densify the SLM samples.

4.2. Crack generation in Al-1Si SLM sample
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In the case of Al-1Si alloy, although a high input energy density was applied for

densification, the achieved relative density of the Al-1Si SLM sample was less than

97% due to the microcracks observed. Additionally, the microcracks were generated

regardless of the scanning parameters. As a result, the input energy density of the

optimum laser scanning parameters for the Al-1Si SLM sample was relatively high.

This suggests that the generation of the microcracks observed only in the Al-1Si SLM

sample is not related to the input energy density. Accordingly, the microcracks are

considered as solidification cracks. It is well known that high residual stresses are

generated in SLM samples due to local shrinkage caused by local heating (thermal

gradient) from the laser irradiation. Buchbinder et al. [21] demonstrated that an

AlSi10Mg aluminum SLM material contained thermally induced residual stresses,

which can lead to distortion of fabricated components. The thermally induced tensile

stresses by local shrinkages can be a main factor of solidification cracks in the Al-1Si

SLM sample. Namely, the solidification cracks in the SLM samples were considered to

be generated when the thermally induced tensile stresses and/or strain exceeded the

tensile strength and/or elongation of the molten metal (in the solid-liquid coexisting

state) of the SLM alloys during solidification.

Fig. 15 shows a single bead formed using SLM with the Al-1Si powder. A few
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cracks, as shown by arrows, were observed from the center to the edge of the bead. This

suggests that the cracks were generated not in the bulk state, but in the single bead, and

that the AI-1Si alloy was extremely brittle during the SLM process. Furthermore, these

cracks should increase due to the formation of planes by aggregation of the beads

through sequential laser scanning. Fig. 16 shows an IPF (inverse pole figure) map of the

Z-plane of the Al-1Si SLM sample analyzed by EBSD. It was found that the cracks

were generated along the grain boundaries and the crystal grains on either side of the

cracks had different crystallographic directions. This means that the cracks were formed

before or during crystal growth (in the solid-liquid coexisting state). Fig. 17 shows the

fracture surface of 0° and 90° tensile SLM samples of the Al-1Si alloy. Solidified

equiaxed grain microstructures with a size of ~200 um were clearly observed in the 0°

sample. Elongated grain microstructures along the stacking direction were found in the

90° sample. These grain microstructures of the fracture surfaces are consistent with

those found in the IPF map (Fig. 16). This also suggests that the cracks were occurred

before the solidification was complete. These results (Figs. 15~17) support the

hypothesis that the cracks found in the Al-1Si SLM sample were solidification cracks.
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Fig. 15 SEM images of a single bead fabricated by SLM with Al-1Si powder.
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Fig. 16 IPF map of a Z-plane of the Al-1Si SLM sample analyzed by EBSD.
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Fig. 17 SEM images of fracture surfaces of (a) 0° and (b) 90° tensile SLM samples of

the Al-1Si.

The solidification cracks were studied also in Al-Si casting materials. Isobe et al.
[22] investigated the length of solidification cracks in Al-Si alloys using permanent
mold casting with a ring mold. According to their study, Al-Si casting alloys with a
silicon content of around 1.0 mass% showed the longest and highest frequency of
solidification cracks. They explained that the Al-1Si casting material in the solid-liquid
coexisting state was relatively brittle because the dendrite solid phases were locked
together (dendrite interlocking state), and additionally healing of the cracks by liquid

infiltration was not effective. Singer et al. [23] and Davies [24] also presented similar
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results, i.e., aluminum alloys with silicon content of 0.5-1.0 mass% showed a high

generation of solidification cracks in Al-Si casting alloys. This phenomenon can also

apply to the Al-Si SLM samples. Namely, it is considered that the Al-1Si SLM sample

in the solid-liquid coexisting state was brittle and healing of the cracks by liquid

infiltration could not occur when solidifying. Therefore, the cracks were easily formed

in the AI-1Si SLM sample due to the thermally induced tensile stresses caused by the

laser irradiation, as mentioned above.

Hence, it became clear that the SLM sample of Al-1Si had a high sensitivity to

solidification cracks. Therefore, a silicon content of around 1 mass%, also in the case of

aluminum SLM materials, should be avoided to prevent the solidification cracks.

Alternatively, in order to prevent cracking it could be effective to reduce the thermally

induced tensile stresses to the absolute minimum (e.g., by means of in situ high

temperature heating during the SLM process for reducing the thermal gradient).

4.3. Relationship between microstructures and properties

From Figs. 11~13, it was observed that the ultimate tensile strength and proof

stress increased significantly with increasing silicon content, whereas the elongation and

thermal conductivity decreased. Namely, the strength had a trade-off relationship with
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the breaking elongation and thermal conductivity. This tendency can be explained with

respect to the microstructures shown in Figs. 9 and 10.

It is obvious that the poor mechanical and thermal properties of the Al-1Si SLM

sample were due to the microcracks (solidification cracks) discussed in section 4.2. In

the Al-4~12Si SLM samples, it was confirmed that the area fraction of the silicon

crystalized phases (cell boundaries) increased with increasing silicon content, as

observed in Fig. 10. Such crystalized phases of silicon can be obstacles to the

movement of dislocations. Therefore, the increase in the tensile strength and 0.2% proof

stress of the SLM samples with increasing silicon content could be attributed to

composite reinforcement by the increased proportion of the silicon crystalized

secondary phases. Moreover, the increase in the solid solubility of silicon in the

aluminum matrix with increasing silicon content may also have strengthened the SLM

material. On the other hand, the crystalized phases caused discontinuities in the

aluminum matrix. This led to a decrease in the breaking elongation because such

discontinuities could be crack initiation points. Additionally, the crystalized phases can

act as scattering sites for conduction electrons. The decrease in the thermal conductivity

was considered to arise from the increase in the thermal resistivity by scattering of

conduction electrons with increasing the crystalized phases. In the Al-20Si SLM sample,
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the primary crystalized phase was silicon, that is well known to be very hard; therefore,

the strength properties increased and the elongation decreased. In addition, the thermal

conductivity decreased with increasing content of silicon solute behaving as scattering

sites for conduction electrons.

The anisotropy of the proof stress was attributed to the anisotropy of the

microstructures shown in Fig. 10. The microstructure of the aluminum SLM samples

was dendritic cells elongated along the stacking direction. The crystalized phases of

silicon were observed more frequently in the 90° direction to the stacking direction

compared to 0° direction. This was thought to contribute to the higher proof stress of the

90° tensile samples as a result of pile-ups of dislocations at the crystalized phases. The

anisotropy of the breaking elongation was probably related to the solidification

boundaries observed in Fig. 9. The solidification boundaries of the SLM samples

arrayed in vertical layers to the stacking direction. Additionally, the solidification

boundaries consisted of coarsened cells and precipitated silicon zones (HAZ, heat

affected zones), as discussed by Aboukhair et al. [25] and Kimura et al. [6] in relation to

aluminum SLM samples prepared from AlSi10Mg and AISi7Mg0.3 alloys, respectively.

This caused the 0° tensile samples to break easily in layers vertical to the stacking

direction along the solidification boundaries, and so the breaking elongation of the 90°
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tensile samples was much higher.

5. Conclusions

The effect of silicon content on the densification of Al-xSi alloys fabricated using

selective laser melting was systematically studied. The microstructure of the Al-xSi

SLM samples were also evaluated along with their mechanical and thermal properties.

We reached the following conclusions from analysis of the densification mechanism and

relationship between the microstructures and the mechanical and thermal properties of

the Al-xSi SLM samples.

(1) Full density (relative density of almost 100%) was achieved in Al-4~12Si

SLM samples by optimizing the laser scanning parameters. Almost fully

dense SLM samples (relative density of more than 99.5%) were obtained for

Al-0Si (pure aluminum) and AI-20Si SLM samples. The densification

mechanism was explained by the flowability of the molten metals for each

Al-xSi alloy.

(2) Microcracks over the entire cross-section along the stacking direction were

generated in the Al-1Si SLM sample. The cracks were solidification cracks

36



occurred due to the thermally induced tensile stresses. A silicon content of

around 1 mass% in the Al-Si SLM samples should be avoided to prevent

failures of SLM samples because of a high sensitivity for solidification

cracks.

(3) As the silicon content of the Al-xSi SLM samples increased, the ultimate

tensile strength and proof stress of the SLM samples increased, whereas the

elongation and thermal conductivity decreased. The changes in the

mechanical and thermal properties were due to the increase of the crystalized

phases and solid solubility of silicon in the aluminum matrix.
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