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a b s t r a c t

Fatigue and tensile mechanical properties of Ti–6Al–4V alloy processed by metal injection moulding
(MIM) technology were evaluated in this investigation. Two critical parameters, binder content of the
feedstock and maximum sintering temperature, were studied. Samples sintered at 1350 ◦C exhibited
higher tensile strength than those sintered at 1250 ◦C. Higher content of binder promoted an increase
eywords:
IM

our-point bending fatigue
i–6Al–4V alloy

of the surface quality of MIM components. Consequently, the fatigue endurance limit increased from
∼350 MPa (components with lower binder content) to ∼400 MPa (samples with a higher binder content).
Furthermore, reduction of ductility was observed for changing from closed to open porosity; however,
the fatigue resistance did not follow the same trend. This is probably due to the fact that better surface
quality and smaller grain size compensated the negative influence of porosity on the fatigue behaviour.
inder content
intering temperature

. Introduction

Research of titanium and its alloys is of great interest because
f the unique combination of high specific strength and excellent
orrosion resistance [1]. However, due to the rather high costs of
rocessing and raw material, the use of these alloys in mass pro-
uction remains limited. One possible process candidate that can
otentially provide a reduction of the manufacturing costs is the
etal injection moulding (MIM) technique. MIM processing offers
any unique advantages for the mass production of near neat-

hape components. It combines the shaping efficiency of plastic
njection moulding with the capability of powder metallurgy [2].
oday, it is possible to fabricate Ti–6Al–4V alloy by MIM technology
ith tensile properties in the range of wrought material [3]. Never-

heless, there is still reluctance to use the MIM process to fabricate
omponents that will be exposed to fatigue. The concern is related
o the fatigue property degradation due to the presence of residual
orosity. Recent investigations [4–6] of the effect of MIM processing
n the fatigue strength of Ti–6Al–4V alloy showed that the fatigue
trength is in the range of 350–380 MPa at 107 cycles compared to
round 600 MPa for wrought material. These results demonstrate

hat it is necessary to further increase the fatigue resistance of com-
onents fabricated by MIM in order to reach the performance levels
f the wrought Ti–6Al–4V alloy. Shot peening sintered MIM sam-
les promoted a remarkable increase of approximately 100 MPa on
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the fatigue endurance limit. Possible reasons that can explain such
an increase are related to local plastic deformation and internal
stress generation due to the shot peening [5] and also to a par-
tial closing of surface pores. Further efforts [6] were carried out
in order to optimize the fatigue behaviour of MIM components by
using an initial powder diameter of below 25 �m instead of 45 �m
for standard MIM process. However, only a marginal increase of
30 MPa was observed in MIM samples with finer particle size. Alto-
gether, the studies showed the well-known importance of surface
quality for high fatigue resistance. A further critical parameter with
regard to surface quality is the rheological behaviour of the feed-
stock during mould filling, which is related to among others things,
to the binder content. Therefore, in this study, specimens with
different binder content and different maximum sintering temper-
atures were fabricated by the MIM technique. Four-point bending
fatigue tests, tensile tests, microstructure and fracture surface anal-
yses were carried out in order to describe the influence of these
parameters on the fatigue behaviour of Ti–6Al–4V alloy processed
by MIM.

2. Experimental

Spherical gas-atomised Ti–6Al–4V alloy powder fabricated by
TLS Technik GmbH, Germany, was used in this investigation. The

powder diameter was below 45 �m. The impurity levels of the
powder were: 880 �g/g in O, 165 �g/g in N and 20 �g/g in C. The
feedstock, a mixture of the metallic powder and a polymer binder
system, was prepared under argon atmosphere in a Z-blade mixer
at a temperature of 120 ◦C for 2 h. The binder system used in this

http://www.sciencedirect.com/science/journal/09215093
http://www.elsevier.com/locate/msea
mailto:orley.ferri@gkss.de
dx.doi.org/10.1016/j.msea.2009.11.007
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ig. 1. Geometry of bending fatigue specimens. Dimensions of samples as sintered
ondition. Units are in mm.

tudy consisted of 60 wt.% paraffin wax, 35 wt.% polyethylene vinyl
cetate (EVA) and 5 wt.% stearic acid. In order to evaluate the influ-
nce of the binder content on the fatigue performance of Ti–6Al–4V
lloy, two binder system fractions, 31 vol.% and 35 vol.%, were used
or feedstock preparation. A more detailed description of the MIM
rocess performed can be found in [7].

An Arburg 320S machine was used for the injection moulding of
he feedstock. Two different geometries were produced: a bending
atigue specimen (Fig. 1) and a standard “dog-bone” tensile test
pecimen (Fig. 2). After injection of the components, the binder was
emoved from the specimen by chemical and thermal debinding
rocesses. The chemical debinding was applied in order to remove
he paraffin wax fraction of the binder system. The samples were
mmersed in heptane at 40 ◦C for 20 h. The thermal debinding of the
emaining binder and the sintering were conducted in a single-step
eat treatment run.

Differences in the binder content of the feedstock produced
ifferent particle distances prior to sintering. Therefore, in order
o have approximately the same level of porosity after sinter-
ng without prolongation of the process time, the samples were
intered at different maximum temperatures. Two maximum sin-
ering temperatures (1250 ◦C and 1350 ◦C) were used in this study.
he holding time at maximum temperature was 2 h in both cases.

The relative densities of green (after injection) and sintered sam-
les were determined by the immersion method (Archimedes’s
rinciple) outlined in ASTM B311. Conventional LECO melt extrac-
ion systems were used to determine the impurity levels of oxygen,
itrogen and carbon. Surface roughness was estimated by using a
ommel tester T1000.

High-cycle four-point bending fatigue tests were performed on
resonance machine fabricated by RUMUL. The experiments were

arried out under load control with a cyclic frequency of ∼95 Hz
sine wave) at a load ratio R = � /�max of 0.2. A fatigue endurance
min
imit or “runout” for the tests was defined as 107 cycles. All the
xperiments were conducted in air at room temperature. Two com-
lete S–N curves were made, one referring to samples with a binder
ystem fraction of 31 vol.% sintered at 1250 ◦C and the other one

ig. 2. Geometry of “dog-bone” tensile test specimen. Dimensions samples as sin-
ered condition. Units are in mm.
gineering A 527 (2010) 1800–1805 1801

referring to samples with a binder system fraction of 35 vol.% sin-
tered at 1350 ◦C. Additionally, nine samples with binder content
of 35 vol.% sintered at 1250 ◦C were tested at three different stress
levels. This last experiment was carried out in order to evaluate the
influence of maximum sinter temperature on the fatigue behaviour.
In the following the samples fabricated with a binder system frac-
tion of 31 vol.% sintered at 1250 ◦C will be referred as MIM31L
and the samples with a binder system fraction of 35 vol.% sintered
at 1250 ◦C and 1350 ◦C will be referred as MIM35L and MIM35H,
respectively.

Tensile tests were performed on a servohydraulic structural test
machine equipped with a 100 kN load cell. The tensile tests were
carried out at room temperature at a strain rate of 1.2 × 10−5 s−1.
Light microscopy was used to investigate the microstructure. The
fracture surface of tensile and fatigue specimens were analysed by
a scanning electron microscope (ZEISS–DSM962). The alpha colony
size and the pore size were estimated by using an image analysis
system.

3. Results and discussion

3.1. Microstructural features and chemical composition

Table 1 shows the microstructural features and chemical com-
position of Ti–6Al–4V samples. With increasing binder content
the green density decreased as expected. The bulk density of the
Ti–6Al–4V alloy component without pores was determined to be
4.41 g/cm3 after measuring a sample exposed to an additional HIP
process following the MIM production. Therefore, it was possible
to estimate the porosity of the sintered samples by using:

Porosity (%) = 100 −
[(

�0

�B

)
× 100

]
(1)

where �0 is the apparent sintered or the apparent green density
measured by immersion method and �B is the apparent bulk den-
sity of Ti–6Al–4V alloy component without pores.

As noted in Table 1, the MIM35L samples present the highest
porosity value (approximately 6%). Moreover, it is important to note
that the MIM35H samples and the MIM31L samples show approx-
imately the same amount of porosity (approximately 3.5%). This
means the larger initial particle distance was compensated for by
applying a higher sintering temperature.

No significant difference in the level of impurities was observed
amongst the three different configurations. This is related to a
relatively constant furnace atmosphere during sintering over dif-
ferent heating cycles. The variation of the oxygen content is even
in the common range for this material: between 2000 �g/g and
2300 �g/g.

The increase of sintering temperature promoted an increase in �

colony size due to the tendency of coarsening mechanism over den-
sification mechanisms during sintering process at higher tempera-
tures. In addition, contrary to the MIM31L and MIM35L samples, a
well defined continuous � layer at � grain boundaries is observed in
the MIM35H samples (Fig. 3). However, the size of the continuous �

Table 1
Microstructural features of samples sintered at a maximum temperature of 1250 ◦C
and 1350 ◦C with different binder content.

Microstructure features MIM31L MIM35H MIM35L

Green density (g/cm3) 3.31 3.2 3.2
Sinter density (g/cm3) 4.26 4.25 4.16
Porosity (%) 3.4 3.6 5.7
� colony size (�m) 97 148 93
Average C content (�g/g) 370 409 422
Average N content (�g/g) 222 172 190
Average O content (�g/g) 2128 2318 2066
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Fig. 3. Microstructure of MIM35H samples. Pores are correlated with the black
regions.
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� colony size observed in the MIM35H samples did not result in
a decrease of strength or ductility. As the MIM31L samples and
MIM35H samples have nearly the same apparent density and impu-
rity levels, the higher tensile strength of the MIM35H samples has
ig. 4. Microstructure of MIM35L samples. Pores are correlated with the black
egions.

ayer is not crucial with respect of the ductility of this alloy since no
ignificant strength difference between the � colony lamellae and
he continuous � layers is expected [8]. The � colonies are not well
efined in the MIM35L samples (Fig. 4). This is a result of insufficient
emperature and time for the development of the microstructure
uring the sintering process. Additionally, the irregular shape of
he pores together with some pore cluster regions are further indi-
ation of an inadequate sintering process, probably leading to the
resence of interconnected porosity instead of closed porosity. One
an assume that the MIM31L samples (Fig. 5) and the MIM35H
amples (Fig. 3) exhibit a closed porosity since the pores are iso-
ated and rounded. Additionally, the amount of porosity derived
rom the relative density is below 5% (see Table 1), which is com-

only accepted limit between open and closed porosity [10]. Fig. 6

xhibits a typical pore diameter distribution for the MIM35L sam-
les. The maximum pore diameter observed and the P90 (90% of the
nalysed pores exhibited a diameter below the P90 value) are sum-
arised in Table 2 for the MIM31L, MIM35L and MIM35H samples.

able 2
aximum pore diameter and the P90 value (see text).

Porosity distribution MIM31L MIM35H MIM35L

Max. pore diameter (�m) 33 47 87
P90 (�m) 17 20 24
Fig. 5. Microstructure of MIM31L samples. Pores are correlated with the black
regions.

3.2. Tensile properties and tensile fractography

The tensile properties of the three studied configurations are
summarised in Table 3. Under monotonic tensile loading, porosity
reduces the effective cross-sectional area for load bearing and acts
as a stress concentration site for strain localization and damage,
leading to strength and ductility reduction [9]. This trend was also
observed in this investigation. However, it is important to note that
the elongation values obtained for MIM31L samples and MIM35H
samples are still higher than the minimal values required in the
ASTM B 348-2 for this respective alloy under wrought condition.
This behaviour is not unexpected since macroscopic ductility is
not severely affected by the presence of isolated porosity [10]. On
the other hand, the presence of interconnected porosity is more
detrimental and reduces macroscopic ductility to a greater extent.
Therefore, the presence of interconnected porosity in the MIM35L
samples (as mentioned in the previous section) can explain the
smaller elongation rather than the difference in strength, when
compared MIM35L with MIM35H samples.

Usually the increase of grain size promotes a degradation of
the mechanical properties. However, in our study the increase of
Fig. 6. Pore diameter distribution and cumulative probability for MIM35L samples.
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Table 3
Tensile property and fracture surface analysis.

Tensile property MIM31L MIM35H MIM35L

Yield stress (MPa) 703 ± 3
Maximum stress (MPa) 806 ± 3
Elongation (%) 13.7 ± 1
Fracture surface Almost no fine dimples
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ig. 7. Tensile fracture surface of MIM35H samples. Pores and dimples are visible.

o be associated with some other effect involved by the higher sin-
ering temperature. This effect overcomes the influence of grain
ize on mechanical properties as supported by the higher amount
f “fine dimples”(indicated by white arrow) on the fracture surface
f MIM35H samples (Fig. 7) compared to MIM31L samples (Fig. 8).
urthermore, the formation of “fine dimples” was less pronounced
n the fracture surface of the MIM35L samples (Fig. 9), which was
lso sintered at lower temperature. However, the exact mechanism
ehind the formation of the fine dimples on the fracture surface of

he samples sintered at higher temperature cannot be explained
n the present investigation. Therefore, future work is planned in
rder to study this phenomenon.

The presence of these dimples on the tensile fracture surface
f Ti–6Al–4V alloy without pores has been reported on the litera-

ig. 8. Tensile fracture surface of MIM31L samples. Pores and dimples are visible.
720 ± 2 680 ± 2
824 ± 4 784 ± 0.8
13.4 ± 0.7 10.8 ± 0.3
More fine dimples Almost no fine dimples

ture before [11,12]. The dimensions of the dimples shown in these
investigations are in the same range as those observed in this study
for MIM35H samples, here referred to “fine dimples”. In contrast,
for Ti–6Al–4V alloy produced by MIM, Zhang et al. [3] proposed as
the typical ductile dimple structure a surface similar to the fracture
surfaces of the MIM31L and MIM35L samples, here referred to as
“coarse dimples”. Such a coarse structure is also present in the frac-
ture surface of MIM35H samples (region inside the white ellipse in
Fig. 7); however, its occurrence is less pronounced than in the case
of MIM31L and MIM35L samples, due to the presence of areas with
fine dimples. Therefore, as mentioned before, the maximum sin-
tering temperature seems to be a critical factor for increasing the
“fine dimples” structure in the tensile fracture surface.

3.3. Fatigue behaviour

The four-point bending fatigue behaviour of MIM samples
with different binder content and different maximum sintering
temperatures is shown in Fig. 10. The MIM35H samples demon-
strate a superior endurance limit (∼400 MPa) when compared with
MIM31L samples (∼350 MPa). Several authors [13–17] assumed
that the fatigue resistance of powder metallurgy materials is mainly
controlled by porosity. However in terms of porosity, it is not
possible to explain the fatigue behaviour difference of MIM31L
and MIM35H samples since the amount of porosity is almost
identical for the two configurations. Furthermore, the grain size
difference between the two configurations cannot explain for the
fatigue behaviour difference either since the relatively coarser
microstructure exhibits the higher fatigue resistance. Therefore,
other mechanisms have to cause such behaviour. One possible
explanation is the fact that fatigue behaviour is very sensitive to
surface quality, especially under bending conditions. As it can be
seen in Fig. 11 (MIM31L) and Fig. 12 (MIM35H) the surface quality

appears to be different in terms of surface roughness. It is interest-
ing to note that however the roughness measurement revealed no
significant difference on the Ra values for MIM31L (Ra = 1.95 �m)
and MIM35H (Ra = 2.08 �m), due to the fact that the tip of the

Fig. 9. Tensile fracture surface of MIM35L samples. Pores and dimples are visible.
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Fig. 10. S–N curves for MIM31L, MIM35L and MIM35H samples.
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fatigue strength increases when a more intensive sintering process
(higher temperature, longer sintering time) has been chosen.

Surprisingly, the MIM35L samples apparently achieved fatigue
behaviour similar to that of the MIM35H samples (Fig. 10). This
Fig. 11. Surface quality of MIM31L samples.

ommel tester T1000 equipment is not able to measure irregular
urface defects such as those presented in Fig. 11.

As reported in [5], the notches observed are located directly
n the surface and they are most likely created during the injec-
ion or during the debinding process. Therefore, we conclude that
higher content of binder promotes a better surface quality for the

njected samples. The explanation for such behaviour is most likely
elated to the lower viscosity of the feedstock when a higher binder
ontent is used. As a consequence, during injection, the powder par-
icles in the feedstock with the higher amount of binder are able
o fill a possible surface defect more easily. This is mainly due to

ower friction between the particles and the mould walls. In addi-
ion, the shear forces between the particles and the mould wall are
educed, improving the filling behaviour. On the other hand, it is
mportant to point out that a higher binder content of the feedstock

Fig. 12. Surface quality of MIM35H samples.
Fig. 13. Typical fracture surface of MIM31L samples.

requires a higher sintering temperature or a longer sintering time in
order to achieve the same densification of a component with lower
binder content. Consequently, it is necessary to find a compromise
between surface quality (binder content) and the sintering process
(cost and time).

Fractography of fatigued specimens revealed the possible region
for the crack nucleation of MIM31L (Fig. 13) and MIM35H (Fig. 14).
The maximum observed size of the notches located at the surface
of the samples was approximately 100 �m and 50 �m for MIM31L
and MIM35H, respectively. Notches are well known to exhibit a
negative influence on the fatigue properties [18,19], thus, the dif-
fering results in fatigue resistance of MIM31L and MIM35H can be
related to surface roughness differences.

Another possible explanation for the higher fatigue strength
of MIM35H compared to MIM31L is the influence of the sinter-
ing parameters on the mechanical properties. As described in the
previous section, the increase of maximum sintering temperature
results in an improvement of the tensile properties together with
an apparently higher presence of fine dimples on the tensile frac-
ture surface. Results presented by Hadrboletz and Weiss [9] for
Fe–2C–2.5Ni samples made by powder metallurgy showed that
Fig. 14. Typical fracture surface of MIM35H samples.
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Fig. 15. Surface quality of MIM35L samples.
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[18] D.B. Lanning, T. Nicholas, G.K. Haritos, Int. J. Fatigue 27 (2005) 45–57.
Fig. 16. Typical fracture surface of MIM35L samples.

esult is unexpected since the MIM35L presented higher porosity
5.7% compared to 3.6% of MIM35H) and poorer tensile properties.
owever, it is possible to explain this behaviour with Fig. 4, which

llustrates that the MIM35L samples exhibit a finer microstructure
hen compared to MIM35H (Fig. 3). It is well known that a refine-
ent of the microstructure leads to an increase of the high-cycle

atigue resistance [20,21]. In fact, refinement of the microstructure
eans reduction of the slip length and, consequently, reduction

f the number of dislocation pile-ups at critical preferential loca-
ions (pores and grain boundaries) for crack nucleation. Therefore,
t is reasonable to assume that a refinement of the microstructure
smaller slip length) can compensate for the negative influence of
he porosity on the fatigue behaviour of components fabricated by

IM technology.
Furthermore, Fig. 10 shows that the MIM35L samples exhibit a

etter fatigue behaviour than MIM31L. This behaviour is expected
ince as illustrated in Figs. 15 and 16, the MIM35L samples present
maller surface defects than MIM31L samples. Obviously, the

efinement of the microstructure (grain size), together with a better
urface quality compensate for the negative influence of porosity
ith respect to high-cycle fatigue behaviour. Although pores with
diameter of approximately 90 �m were observed in the interior
f the MIM35L samples, the maximum observed size of the notches

[
[
[

gineering A 527 (2010) 1800–1805 1805

located at the surface was only approximately 50 �m (Fig. 16).
Nevertheless as indicated in Table 3, for the tensile mechanical
properties, the refinement of the microstructure (smaller grain
size) and a better surface quality apparently are secondary effects
while the amount, size and distribution of the porosity are the
determinant parameters.

4. Conclusions

The effects of binder content of the feedstock and the maximum
sintering temperature on the quasi-static and fatigue properties of
Ti–6Al–4V alloy produced by metal injection moulding were inves-
tigated. The increase of maximum sintering temperature led to an
increase of tensile strength. Although a higher binder content and
higher sintering temperature were tested, no significant difference
in impurity levels was observed amongst the different configura-
tions. A better surface quality was achieved by using a feedstock
with a higher binder content. The reason for such behaviour is prob-
ably related to differences in the mould filling behaviour due to
changing the feedstock viscosity. Furthermore, the better surface
quality (lower defect size on the surface) is the main reason for
the superior fatigue behaviour of samples processed with a higher
content of binder than those with lower content of binder. A clear
relationship between the type of porosity (open or closed) and
the tensile properties was observed. However, the variation of the
porosity (3.6–5.7%) surprisingly did not affect the fatigue behaviour
of Ti–6Al–4V alloy components fabricated by MIM. This is an indi-
cation that, at these specific porosity levels, the grain size and size
of surface defects (surface quality) are the main factors that influ-
ence the fatigue behaviour of Ti–6Al–4V alloy processed by MIM,
not the porosity.
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