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Abstract

This paper reports the measurement of magnetic properties of the soft magnetic composite material SOMALOYTM

500 in a square sample under different patterns of flux density with 2D magnetic excitations. The test system,

principle of measurement, magnetic power loss calculation, and methods of correction for misalignment of H surface

sensing coils are presented. The experimental results show that although nominally isotropic, the SOMALOYTM 500

sample exhibits some anisotropy. The results are useful in the design and performance analysis of rotating electrical

machines.
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1. Introduction

Soft magnetic composite (SMC) materials and
their application in electromagnetic devices have
undergone significant development in the past few
years [1]. The basis for the material is the bonded
iron powder of high purity and compressibility.
The powder particles are bonded with a coating of
- see front matter r 2005 Elsevier B.V. All rights reserve
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an organic material, which produces high electrical
resistivity. The coated powder is then pressed into
a solid material using a die and finally heat treated
to anneal and cure the bond.
This type of material is in general magnetically

isotropic due to its powdered nature and this
opens up crucial design benefits for electromag-
netic devices. The magnetic circuits can be
designed with three-dimensional (3D) flux path
and radically different topologies can be exploited
to achieve high machine performances because the
magnetic flux does not have to be constrained in a
plane as that in laminated steels, which are
d.

www.elsevier.com/locate/jmmm


ARTICLE IN PRESS

J.J. Zhong et al. / Journal of Magnetism and Magnetic Materials 299 (2006) 29–3430
commonly used in electrical machines and trans-
formers [2,3].

With SMC materials being more and more
widely used, there is a growing demand for better
understanding about the characteristics of the
materials, such as the relation between magnetic
flux density B and magnetic field strength H or
B–H curve, and magnetic power losses with
various kinds of magnetic field excitation. These
characteristics are used in the study of magnetiza-
tion mechanisms, and performance simulation and
assessment in design of electromagnetic devices.

In a rotating electrical machine, the magnetic
flux density in certain regions follows elliptic or
circular orbits. Therefore, the magnetic properties
of the core material under rotating fluxes need to
be examined and employed in the design and
performance simulation of rotating electrical
machines. This paper presents the measurement
of magnetic properties of the SMC material,
SOMALOYTM 500, in a square sample under
different patterns of flux density with two-dimen-
sional (2D) magnetic excitations. The test system,
principle of measurement, power loss calculation,
and correction methods for misalignment of H

surface sensing coils are reported [4]. The experi-
mental results are analyzed and discussed.
2. Testing system

The single sheet tester for square specimen,
developed at the University of Technology,
Sydney [5], was used for the measurement of the
magnetic properties of SMC materials under 2D
Fig. 1. Schematic illustrations of the single sheet testing system.
magnetic excitations. Fig. 1 illustrates schemati-
cally the testing system.
The 2D magnetic field in the sample is generated

by two groups of excitation coils arranged on the
X and Y axes, respectively. The excitation voltages
and currents are supplied via two identical power
amplifiers. By controlling the waveforms and by
changing the magnitudes and phase angles of the
excitation currents on the X and Y axes, any
combination of one or two dimensional magnetic
flux density vectors can be generated. The vector
can be an alternating magnetic flux density
inclined at a specified angle from the X or Y axis,
a purely circular or elliptical rotating magnetic flux
density, or a rotating magnetic flux density of any
specified locus. For the feedback control of the
magnetic flux density components on the X and Y

axes, two specially designed differential amplifiers
with low and high pass filters are used. A PC-based
digital signal processing (DSP) system, AMLAB,
is used for both function generation and data
acquisition. It is also used for the calculation of the
vectors B and H and the power losses under
alternating or rotational exciting fields.
To determine the total core loss and B–H

relationship in the sample, the flux density inside
the sample and the field strength on the surface
should be measured accurately. In this testing, 2D
Rogowski-Chattock H-coils are employed for the
measurement of the surface field strength. The
coils are installed very close to the sample surface
to pick up the correct value of the surface field
strength. B-coils are used for the measurement of
the flux density because of their high accuracy. For
measuring the rotational core loss, the field-metric
method was employed, featuring high accuracy
and great versatility. Moreover, the measured
instantaneous H and B values can yield additional
information, such as various loss contributions,
the loci of H and B vectors, and harmonics, etc. By
the Poynting’s theorem, the total core loss Pt in the
samples can be calculated by

Pt ¼
1

Trm

Z T

0

H �
dB

dt
dt

¼
1

Trm

Z T

0

Hx

dBx

dt
þHy

dBy

dt

� �
dt; ð1Þ



ARTICLE IN PRESS

J.J. Zhong et al. / Journal of Magnetism and Magnetic Materials 299 (2006) 29–34 31
where T is the time period of one magnetization
process, rm the sample mass density, and Hx, Hy,
Bx and By are the X and Y components of H

and B.
3. Correction of sensing coil misalignment

If the axes of the H sensing coils are misaligned
with the axes of the excitation coils of the tester, or
not perpendicular to each other, the measured
values will not be the true components on the X

and Y axes of the magnetic field. Theoretically, the
error caused by this misalignment can be elimi-
nated by a rotation of coordinate axes by using the
following transformation:

Hx

Hy

 !
¼

1

jCj

cos ay � sin ax

sin ay cos ax

 !
H 0x

H 0y

 !
, (2)

where ax and ay are the angles of misalignment
with the X and Y axes, respectively, Hx and Hy the
true values of the X and Y components of
the magnetic field strength, H 0x and H 0y the
measured values of the X and Y components of
the field strength by the sensing coils, and
jCj ¼ cos ax cos ay þ sin ax sin ay.
Alignment of H coil in Y axis at 50Hz 
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Fig. 2. Misalignment of H due to internal field.
In practice, however, the discrepancy still exists
even though the correction for misalignment has
been conducted by the rotating transformation
method, as shown in Fig. 2. For a clear view of the
discrepancy, different scales are used for the X and
Y axes. The same problem has also puzzled many
other researchers [6–9], and the reason is not fully
understood yet.
An explanation about the discrepancy is with

effect of the internal field, proposed by the authors
[4]. Fig. 3 illustrates that an alternating field H acts
in X axis. Due to the effect of magnetization or
internal field, the H vector is dragged away from
the X axis. This leads to an extra or additional
misalignment angle. The additional misalignment
angle created by f(M) depends on both magnitude
of M and its equilibrium direction.
The measured misalignment angles of H sensing

coils can be simply expressed as

aiðMÞ ¼ ai þ aiðf ðMÞÞ ði ¼ x; yÞ, (3)

where ai is the actual misalignment angle and
ai(f(M)) is the additional misalignment angle due
to the effect of internal field, which is related to the
magnetization in the material, as illustrated in
Fig. 3.
Due to the effect of the internal field Hi, it is

quite difficult to obtain the correct (actual)
misalignment angle, and thus the angular error
cannot be corrected completely. This will cause the
asymmetry of H loci and discrepancy of rotational
Fig. 3. Misalignment angle including actual and additional

parts.
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Fig. 4. Core losses at 50Hz with fluxes rotating in clockwise and anti-clockwise directions.
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core loss between the two opposite rotating
directions.

As shown in Fig. 4, the measured core losses
between the clockwise and anti-clockwise direc-
tions are different. The difference of losses between
the two directions increases with the increment
of the flux density B. Even some negative
power losses were found. To solve this problem
the averaging method is used by averaging the
magnetic field strength H loci and power losses
measured with the rotating flux density vectors in
opposite rotating directions. The averaging
method is derived based on Eq. (2) provided that
the misalignment angles of sensing coils are
small [4].
4. Measurement of SMC sample

A 50� 50� 1.25mm sample of SMC material,
SOMALOYTM 500 recently developed by
Höganäs AB, Sweden [10], was cut from a
cylindrical preform of 80mm in diameter and
50mm in height with its normal parallel to the axis
of the cylinder. The sample was systematically
tested under various circular flux densities and
elliptical flux densities as well in the clockwise and
anti-clockwise directions at 5, 10, 20, 30, 40, 50
and 100Hz frequencies.

Fig. 5 plots the B and H loci in the sample
with circular rotating flux density vectors at 50Hz.
Fig. 5(a) illustrates the circular flux density B and
Fig. 5(b) shows the rotating field strength H

corresponding to the circular B. The solid lines
depict the H loci after correction by using both
rotational coordinate transformation and the
averaging method; while the broken lines illustrate
the H loci in the anti-clockwise direction (the loci
in the clockwise direction are not shown). It can
also be seen that the B vector is not purely circular
when its magnitude is above 1.5 T, since it was very
difficult to control the flux density B vector when
the specimen was close to saturation (the H loci
corresponding to the rotating B over 1.5 T have
not been shown). Fig. 5(b) also shows that
although nominally isotropic, the SOMALOYTM

500 sample measured exhibits some anisotropy.
Fig. 6 shows the B and H loci of sample versus

the axis ratio, which is defined as the ratio between
the minor axis and the major axis of an elliptically
rotating magnetic flux density at 10Hz, when the
major axis is on the X and Y axes, respectively.
The major axis of the elliptical flux density B is
fixed at 1.5 T.
The rotational core losses of sample with

different circularly rotating flux densities in two
directions at 50Hz have been shown in Fig. 4. It is
obvious that the core loss curves between the
clockwise and anti-clockwise directions illustrated
by broken lines are not coincident, especially in the
high flux density area. The possible reason and the
solution have been discussed in the last section.
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Fig. 5. Loci of (a) B and (b) H vectors in sample with circular rotating flux density vector at 50Hz.
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The solid lines show a reasonable result by using
the average of the data in two directions.

The core losses with 2D circular rotating fluxes
at different frequencies are illustrated in Fig. 7.
The core losses were calculated using both rota-
tional coordinate transformation and the aver-
aging method together. The losses appear to level
out when the flux density reaches 1.3 T but this
could be an artifact of the measurement system as
high B measurements are difficult to control.
5. Conclusion

The magnetic properties of an SMC material
SOMALOYTM 500 have been systematically
measured under circular and elliptical rotating
magnetic fields of different frequencies. Although
nominally isotropic, the SMC sample exhibits
some anisotropy. The experimental results will be
useful in the design and performance analysis of
rotating electrical machines.
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